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Creep fracture mechanic parameter, C*, is an essential tool for creep crack growth rate estimation and 
so remnant life determination of components operating at high temperature. For determining this 
parameter experimental works, FE methods, and engineering approaches can be utilized. In this paper, 
in order to facilitate FE methods in C* determination for a CT specimen, creep behavior models of 
Norton and Liu-Murakami were developed and related subroutines were created. Each of the 
aforementioned models has its own temperature dependent material coefficients which were determined 
and validated based on creep rupture tests on crack free uniaxial specimens of P91 steel and IN718 
super alloy, respectively, at temperatures of 650 C and 620 C. In this study creep fracture mechanic 
parameter value of a CT specimen made of P91 steel was derived by application of Norton and Liu-
Murakami creep behavior models and results were compared with results of the experimental tests and 
reference stress engineering approach results. The results indicate that Liu-Murakami creep behavior 
model better estimates creep fracture mechanics parameter with greater accuracy, yet reference stress 
engineering approach is the most economical way to determine this parameter. 
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Fig. 1-a Dimensions of compact tension (CT) specimen for C* 
calculation. Fig. 1-b Discretization of FE 2D model. Fig. 1-c 
Details of crack tip elements. (Dimensions in millimeter)
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Fig. 2 Integration contours around crack tip for C* calculation. 
To enhance figure quality just contours 1 to 3 is shown  
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notched bar specimen for  calculation. (Dimensions In 
millimeter).  
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Fig. 4 Fitting linear curve on creep strain rate vs. stress test data 
to calculate A, n parameters of P91 at 650 C 
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Fig. 5 Fitting nonlinear curve on creep strain rate vs. stress test 
data to calculate A, n parameters of P91 at 650 C  
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Table 1 P91 Norton power law constants at 650 C (Stress in 
MPa and time in hour)  

Material constantsAn
Linear fitting1.092×10-20  8.462  

Non-Linear fitting  7.04×10-20  8.01  
Difference (%)  84.495.34  

  
 2      IN718   620    

)  (  
Table 2 IN718 Norton power law constants at 620 C (Stress in 
MPa and time in hour)  

Material constants  An
Linear fitting  2.037×10-61  19.3  

Non-Linear fitting  1.964×10-60  19.63  
Difference (%)  89.631.68  

 

Fig. 6 Fitting linear curve on rupture time vs. stress test data to 
calculate M, X parameters of P91 at 650 C  
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Fig. 7 Adjusting q2 values to agree with experiment data 
obtained from P91 creep test under 70 MPa stress at 650 C  
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Fig. 9 Validating Liu-Murakami creep model by comparing FE results to P91 creep test results at 650 C [19]  

9 -  P91 650  ]19[  

  
Fig. 10 Validating Liu-Murakami creep model by comparing FE results to IN718 creep test results at 620 C [20]  
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Fig. 11 Inability of Norton creep model to fully predict P91 creep test results at 650 C [19] 
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Fig. 12 Inability of Norton creep model to fully predict IN718 creep test results at 620 C [20] 
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Material
constant  A  n  M  X  q2   

P91  1.092×10-20  8.462  2.952×10-16  6.789  3.2  0.215  
IN718  2.037×10-61  19.3  5.619×10-46  14.728  3.5  0.1  
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Table 4 C* values derived from contours around P91 CT specimen crack tip at 650 C under 3000N load  

(N/(mm.h)) C*  Contour 2  Contour 3  Contour 4  Contour 5  

Liu-Murakami  3.8868×10-3  3.8072×10-3  3.5556×10-3  3.5014×10-3  
Norton  1.0731×10-3  1.0372×10-3  1.0396×10-3  1.0375×10-3  
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Table 5 Comparison of C* values derived for P91 CT specimen at 650 C under 3000N load based on FE modeling, Reference stress 
method and experimentation  

  Reference stress methodFEM  ]19[Experiment
    Liu-MurakamiNorton, Linear fit  Norton, Non-Linear fit    

(N/(mm.h)) C*  5.0194×10-3  3 -10× 3.6878  1.0468×10-3  1.2319×10-3  3.4×10-3  
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