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Polymeric foams have a cellular structure composed of a polymeric matrix with gaseous cells which are 
achieved by expansion of a blowing agent in polymer melt matrix during a foaming process. In the 
present study, the bubble expansion step in Polystyrene/CO2 batch foaming process was simulated and 
compared to the reported experimental results. A single spherical bubble surrounded by an 
incompressible viscoelastic fluid (upper-convected Maxwell model) was considered. To calculate 
concentration profile in the shell, mass diffusion equations were solved using finite element method, 
potential function definition and integral methods. The predicted results show that when the gas 
concentration profile obtained by finite element method and the concentration gradient near the bubble-
shell interface were used to calculate the pressure inside the bubble, the predicted results were in good 
agreement with the experimental ones as  there was less than 1% error at each foaming time. The effects 
of the thermo-physical and rheological properties on the bubble growth dynamics were also studied and 
it was found  that increasing the diffusivity coefficient by a factor of 10 would increase the bubble size 
up to 1.5 times, whereas increasing the viscosity by 3-fold would only change the bubble size about 2%, 
which shows  that the bubble growth step in foaming process was a mass transfer controlled process. 
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Fig. 1 Schematic view of a gas bubble surrounded by polymer / gas 
solution shell  
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Fig. 2  Flowchart of employed algorithm for bobble growth simulation 
2  
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Fig. 3 Mesh independence investigation on the modeling 
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Table 1 Observed relative error in bubble diameter between different 
numbers of elements in 0.5s   
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Fig.  4 comparison of the bubble growth simulation results obtained 
from CCP, QCP, potential function definition and finite element 
method with experimental results for PS-CO2 foaming system. 

4 CCPQCP

PS/CO2 

 [
 D

O
R

: 2
0.

10
01

.1
.1

02
75

94
0.

13
95

.1
6.

5.
24

.5
 ]

 
 [

 D
ow

nl
oa

de
d 

fr
om

 m
m

e.
m

od
ar

es
.a

c.
ir

 o
n 

20
24

-0
4-

10
 ]

 

                               5 / 8

https://dorl.net/dor/20.1001.1.10275940.1395.16.5.24.5
https://mme.modares.ac.ir/article-15-6260-en.html


    

       

  

326  1395165  

 

Fig. 5 the effect of mass diffusivity on the bubble growth process 
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Fig. 6 the gas concentration profile with time in shell around the 
bubble: (a) D=5×10-9 m2/s , (b) D=1.9×10-9 m2/s and (c) D=5×10-10 m2/s 
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(a): D=5×10-9 m2/s  (b): D=1.9×10-9 m2/s  (c): D=5×10-10 m2/s 
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Fig. 7 Change of gas concentration of node   and   in shell with time: 
(a) D=5×10-9 m2/s , (b) D=1.9×10-9 m2/s and (c) D=5×10-10 m2/s 
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(a) D=5×10-9 m2/s  (b) D=1.9×10-9 m2/s    (c) D=5×10-10 m2/s 
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Fig.  8 The effect of initial shell thickness ( ) on the bubble growth 
process 
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Fig. 9 Change of gas concentration of outer layer of shell with respect 
to time. 
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Fig. 10 the effect of zero shear viscosity on the bubble growth process 
at low relaxation time ( =1s). 
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